Phxsical Proeerties and Impurities

grade AA-03 AA-04 AA-05 AA-07 AA-1.5 AA-2 AA-3 AA-S AA-10(%) AA-18

Si

5 4 3 3 4 12 18 16 17 15
[ppm]

Fe
[ppm]

Na
[ppm]

Mg
[ppm]

Cu
[ppm]

Al203

[%] =99.99 =99.99 =99.99 =99.99 =99.99 =99.99 =99.99 =99.99 =99.99 =99.99
0

D50

0.44 0.50 0.53 0.83 1.6 2.1 3.4 54 13.5 20.3
[um]

BET

[m2/g] 5.2 4.1 3.2 2.2 1.1 0.9 0.5 0.3 0.2 0.1

Loose BD

[e/cm3] 0.5 0.5 0.6 0.6 0.6 0.6 0.7 1.1 1.9 2.0

Tapped BD

[e/cm3] 0.9 1.0 1.1 1.2 1.2 1.5 1.5 1.9 2.3 24

% _ H ) ) ) )
(*)AA-10 is under development as of January 2018. Sumitomo Chemical Confidential



Advanced Alumina (AA)
Particle Size Distribution

Differential weight(%)
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